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The flow chart of the Plan
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Predictive wear model

Bisher
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Predictive wear model

Idee

Blick „in das Material“ mit 
analytischer Softwarelösung
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[14] T. Liskiewicz; B. Beake; N. Schwarzer; M. Davies: „ Short note on improved integration of 
mechanical testing in predictive wear models“, accepted for publication in ICMCTF 2013-
proceedings

Predictive wear model
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Here one more general approach

By simplification ( Proceedings of ICMCTF)

Or Archard’s law
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N. Schwarzer: „Quantum 
Tribology – Part I: Theory“, 
www.amazon.com/dp/B01CI4BI2E
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Predictive wear model

Ziel

Von der Optimierung der Belastung hin zu Beschichtungsparametern 
und Laufzeitvorhersagen

 Genaue Analyse und Optimierung der Belastungssituation (auch 

mit Schmiermittel möglich)

 Optimierung der Materialstruktur

 Beschichtungsparameter um diese Struktur zu erstellen

Details zu Aufgabenpaketen bei Dr. Gunst oder mir 

(n.bierwisch@siomec.de)
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